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TEST REPORT
IZVESTAJ  0  ISPITIVANJIMA

LOW DENSITY POLYETHYLENE
POLIETILEN  NISKE GUSTINE

HIPTEN 22003 Lot N° 84121

NO Analyzed parameters Method Unit Value

Specification forprimegradeSPECIFICIRANA

R.  br' lspITIVANJE METODA JEDINICA VREDNOST VREDNOST ZA PRVUKLASu

1.
Density EN  ISO  1183-2

kg,m3 922 920 - 923
GUSTINA SRPS  EN  ISO  1183-2

2.
Melt flow rate 190°C/2,16 kg EN  ISO  1133-1

9/10  min 0,29 0,27 -0,35
MASENI  PROTOK RASTOPA SRPS  EN  ISO1133-1

3.
*Film structure irregularities Internal method / (1)  10C max
lzGLED  FILMA MA0724-U PO 11 6AV6B/8C/5D

€T€5t€TF5i5F;€-ii-6t within the scope Of accreditation / lspitivanja koja nisu iz obima akreditovanja

Notes:
(i)Film structure irregularities on the scale 4 -10 / nepravilnosti filma na skali 4 - 10

A -arrowheads / nepravilnosti u obliku strelice
8 -pinpoint gels / ta6kasti gelovi
C - gels / gelovi
D -oxidized gels / oksidovani gelovi

Pan6evo,14.12.2021
Department Director / Direktor RJL
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