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TEST REPORT
IZVESTAJ  0  ISPITIVANJIMA

LOW DENSITY POLYETHYLENE
POLIETILEN  NISKE  GUSTINE

Lot N° 85322

NO Analyzed parameters Method Unit Value

Specification forprimegrade

R.  br' lspITIVANJE METODA JEDINICA VREDNOST SPECIFICIRANAVREDNOSTZAPRVUKLASU

1.
Density EN  ISO  1183-2

kg,m3 922 920 - 923GUSTINAMeltflow rate 190°C/2,16 kg SRPS  EN  ISO  1183-2

2. EN  ISO.1133-1
9/10  min 0,30 0,27 -0,35MASENI  PROTOK RASTOPA*Filmstructureirregularities SRPS  EN  ISO1133-1

3.*Tests Internal method
/ 1,9C            ` max6AV6B/8C/5DIZGLED FILMAthatarenotwithin th MA0724-U P011

joetsets=.tnatarenotwitnintnescopeofaccreditation/lspit.Ivi€rfiT6iETisirTiT;EiifriFtkFE6i{6iEfia
(1)Film structure irregularities on the scale 4 -10 / nepravilnosti filma  na skaH 4 -10

A -arrowheads / nepravilnosti u obliku strelice
a -pinpoint gels / ta6kasti gelovi
C - gels / gelovi
D -oxidized gels / oksidovani gelovi

Pan6evo,  09.11.2022.

Department Director / Direktor RJL
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